S| Mid- America Lining Co.

Page: 6 ‘
Panel Placement Log
Project Name: 12 th Street Landfill Date: 9/23/2010
Project Location’ Otsego Twp.,Ml. Matenial Description 40 Mil LLDPE Tx
Panel
Panel Number Roll Number Panel Length Width Square Footage Comments
69 3106 225 0
70 3221 165 225 3712.5
71 3221 225 0
72 3221 : 225 0
73 3217 225 0
74 3217 225 0
75 3217 ) 225 0
12/00-EDR
Daily Square Footage 3,713
o ooRDS CENTER REGIONSS Square Footage to Date Cont. QC. Intals: | EDR.
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Page: 7
Panel Placement Log
Project Name 12 th Street Landfill ’ Date: _ 10/4/2010
Project Location Otsego Twp M. Matenal Description: 40 Mil LLDPE Tx
Panel Numb;ar . Roll Number Panel Length Cva'::: Square Footage Comments
76 3224 166 22-.5 3735
77 © 3224 144 225 3240
78 3224 118 1225 2655
79 3224 90 225 2025
80 3109 62 225 1395
81 3109 33 225 . 7425
82 3109 18 12 108
83 3109 270 225 6075
84 3109 155 22.5 3487 5
85 - 3226 122 - 225 2745
86 3226 85 225 1912.5
87 3109 45 , 225 10125
88 3226 24 12 144
89 3226 270 225 . 6075
90 . 3226 152 225 3420
91 3223 90 22.5 2025
92 3223 239 225 5377.5
93 3223 237 225 53325
94 3223 110 225 2475
95 . 3227 126 225 2835
10-EDR Daily Square Footage 56,817
Square Footage to Date Cont. ac.intials E.D.R.
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Panel Placement Log
Project Name. 12 th Street Landfill Date 10/4/2010
Project Location- Otsego Twp Mi ’ Material Description: 40 Mil LLDPE Tx
Panel Number Roll Number Panel Length 5:'::: Square Footage Comments
96 3227 , 232 22-5 5220
97 3227 232 225 5220
98 3227 81 225 18225
99 3114 149 225 3352.5
100 3114 227 225 5107 5
101 3114 226 225 5085
re-ERR Daily Square Footage 82,624 '
Square Footage to Date Qc.intials: E.D.R.




__%A‘_—Mid - America Lining Co.

PANEL SEAMING FORM Page: 8
_Project Name 12 st Landfill Projecl:t Location:  Otsego Twp, MI  Material Description; 40 Mil LLDPE
Date / Seam | Seam [ Seamer | Machine| Temp. Weather| Winds | Ambient DS Test Comments
i _Number) Length __Ipitials _Number | Setting Temp, | PIF

o 2;_’5:)10 62063 | 166 RM | D-3 | 750 | Humid | 1020 | 75 P Smooth / Smooth
9/2;/:‘;221 0 62/64 38 RM D-3 750 Humid | 10-20 75 P Smooth / Smooth

o 2; 2910 | 6aea | 225 | MR | D-5 | 750 | Humid | 1020 [ 75 P Textured / Textured
2 .’33?1 O | 6365 | 166 MR | D-5 | 750 | Humid | 1020 | 75 P Smooth / Smooth
2010 | eaies | 41 MR | D-5 | 750 | Humid | 1020 | 75 P Smooth / Smooth

o 2;.’12210 6566 | 209 RM | D-3 | 750 | Humid | 10-20 | - 80 P Smooth / Smooth

o 2;‘/12\:(’) 10| 6667 | 208 MR | D-5 | 750 | Humid | 1020 | 80 P Smooth / Smooth
2210 | e7e8 | 208 MR | D-5 | 750 | Humid | 1020 | 80 P Smooth / Smooth
2 %%1 O | 332 | 22 HM | Mx-1| 400 | wam | 1020 | 80 p | Extrusion WeE';dLVTOK - 9721
9’?]13/'25%10 3aea | 22 HM . | Mx-1| 400 | warm | 1020 | 80 p | Extrusion WeI'BdLVTOK' 921
o 2113/‘%%10 35/65 | 23 HM | Mx-1| 400 | wam | 10-20| 80 p | FExirusion WeE';dLVTOK - 9721
o 2113/ i%m 36/66 | 23 HM | MX-1| 400 | warm | 1020 | 80 p | Bxrusion WeE';dLVTOK - 9721
o 2113/ i‘? O 3767 | 23 HM | Mx-1 | 400 | warm | 1020 | 80 p | Bxtrusion WeédLVTOK - 9/21
9/21/2010 30/68 23 HM MX - 1 400 Warm 10-20 80 p Extrusion Weld VTOK - 9/21

13.30 BL
o 2;’5;’ | 6869 | 42 | RM | D-3 | 750 | Humd | 510 | 80 P Smooth / Smooth

12/00-EDR

(iC Initials EDR
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PANEL SEAMING FORM Page: o
Project Name. 12 st Landfill Project Location.Otsego Twp, MI_ Material Description; 40 Mil LLDPE
Date / Seam Lse(;aTh Seamer | Machine ﬁé Weather| Winds A_;_':;:‘t Dsj: st Comments
V2210 | sarro | 168 RM | D-3 | 750 | Humid | 5-10 | 80 P Smooth / Smooth
V22910 | sorro | 225 | MR D-5 | 750 | Humid | 510 | 80 P Smooth / Smooth
9’2:_’3(?10 69/71 RM D-3 | 750 | Humid | 510 | 80 P Smooth / Smooth
V292910 1 70171 RM D-3 | 750 | Humid | 510 | 80 P Smooth / Smooth
V2200 1 72 MR | D-5 | 750 | Humid | 5-10 | 80 P Smooth / Smooth
9282010 1 7273 MR | D-5 | 750 | Humid | 5-10 | 80 P Smooth / Smooth
9’21%’%%10 73174 RM D-3 | 750 | Humd | 5-10 | 80 P Smooth / Smooth
W282010 | 7arts MR | D-5 | 750 | Humid | 5-10 | 80 P Smooth / Textured
1020 | 7677 | 187 JS .| p-1 | 750 | cold | 510 | 4o P Smooth / Smooth
R0 | 7778 | 132 | RM | D-3 | 750 | Col | 510 [ 40 P ~ Smooth / Smooth
10’3"5810 7879 | 104 | MR D-5 | 750 | cod | 510 | 40 P Smooth / Smooth
102010 | 7ai80 | 76 JS D-1 | 750 | cod | 510 | 40 P Smooth / Smooth
1042910 | goig1 | a8 MR | D-5 | 750 | cold | 5-10 | 40 P Smooth / Smooth
104‘(‘)’_%0510 81/82 | 19 RM D-3 | 750 | cold | 510 | 45 P Smooth / Smooth
102010 | sarsa | 177 JS D-1 | 750 | Cold | 510 | 45 P Smooth / Smooth

12/00-EDR

QC'Initials ED.R.
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PANEL SEAMING FORM Page: 10
Project Name- 12 st Lan-dflll Project Location'__Otsego Twp, Ml Material Description: 40 MiIl LLDPE
D?tEI “Sealm Lso;a;Th Sle‘al.m Ier M“achline ﬁé Weather| Winds A.;_';E;?t T:St Comments

104";’_%%10 84/85 | 140 MR | D-5 | 750 | cod | 510 | 45 P Smooth / Smooth
104‘:’_%%10 85/86 | 104 RM D-3 | 750 | Cold | 510 | 45 P Smooth / Smooth
104‘:’_22%10 86/87 | 66 MR | D-5 | 750 | cod | 510 | 45 | P Smooth / Smooth
109/2010 | e7es | 24 |" RM | D-3 | 750 | Cold | 510 | 45 P Smooth / Smooth
1014/2810 | saime | 270 JS D-1 | 750 | Cold | 510 | 45 P Smooth / Smooth
101872810 | sarg0 | 154 MR | D-5 | 750 | cCold | 510 | 45 P Smooth / Smooth
100472010 | gore1 | 88 MR | D-5 | 750 | Cold | 510 | 45 P Smooth / Smooth
10042010 | o091 | 225 | MR | D-5 | 750 | Cod | 510 [ 45 P Textured / Textured
10142010 | 092 | 150 JS D-1 | 750 | cod | 510 | 45 P Smooth / Smooth
104‘;’_25%10 0102 | 91 JS D-1 | 750 | cod | 510 | 45 P Smooth / Smooth
10042010 | 2193 | 237 MR | D-5 | 750 | Cold | 510 | 45 P Smooth / Smooth
1041" 2910 | oaima | 112 RM | D-3 | 750 | cCold | 510 | 45 P Smooth / Smooth
10092010 | o395 | 125 | RM | D-3 | 750 | Col | 510 [ 45 P Smooth / Smooth
10042010 o495 | 225 | RM | D-3 | 750 | Cod | 510 [ 45 P Textured / Textured
10042910 | gai06 | 108 JS D-1 | 750 | Cold | 510 | 45 P Smooth / Smooth

12/00-EDR

QC Initials E D.R.
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PANEL SEAMING FORM Page: 11
Project Name: 12 st Landfill Project Location' Otsego Twp, Ml Material Description 40 Ml LLDPE
D?tel Seam LSeenar:lh Se'a-mer Machine ST:tr;r:r[: Weather| Winds A'lr'::i'_“ WJE‘J Comments
104‘:’%‘;10 05/96 | 127 Js D-1 | 750 | cold | 510 | 60 P Smooth / Smooth
1042010 | ggre7 | 234 MR | D-5 | 750 | coid | 5-10 | 60 P Smooth / Smooth
10445{%310 07/98 | 82 JS D-1 | 750 | Cold | 510 | 60 P Smooth / Smooth
1041/.23%10 07/99 | 149 Js D-1 | 750 | cCold | 510 | 60 P Smooth / Smooth
104;’.1%1 O | os99 | 225 | RM D-3 | 750 | cod | 510 | 60 P Textured / Textured
104‘;"21%10 98/100 | 80 RM D-3 | 750 | cod | 510 | s0 P Smooth / Smooth
102019 1 o900 | 148 | RM | D-3 | 750 | cold | 510 | 60 P Smooth / Smooth
104’;’%%10 100/101| 226 MR D-5 | 750 | Cold | 510 | 60 P Smooth / Smooth
101:/.3?91 O\ 7684 | 40 RM D-3 | 750 | cold | 510 | 60 P Textured / Textured
‘01‘1’_25%1 0| 7685 | 39 RM D-3 | 750 | Cold | 510 | 60 P Textured / Textured
1092010 | 76186 | 38 RM | D-3 | 750 | Cold | 510 | 60 P Textured / Textured
1092010 | 7687 | 39 RM | D-3 | 750 | Cold | 510 | 60 P Textured / Textured
104“‘2/_"%%1 01 7ei88 | 22 RM | D-3 | 750 | cold | 5-10 | 60 P Textured / Textured

12/00-EDR

QC Initials E. D R.
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. NON - DESTRUCTIVE TEST LOG Page: 5
Project Name 12 st Landfill Project Location: Otsego Twp , Mi Material Description: 40 Mil LLDPE
Air Test Information
Pressure Time Results

s [me [t oo | [ 1= | o [ o [ s | commons
9/19/10 , 53/56 SS 31 29 | -2 9 36 943 P Smooth / Textured
9/19/10 53/57 SS 31 29 -2 936 943 P . Smooth / Textured
91910 53/59 SS | 31 31 0 937 944 P Smooth / Smooth
9/19/10 57/59 SS 31 30 -1 952 959 P Textured / Textured
9/19/10 58/59 SS 31 29 -2 953 1000 P Textured / Textured
9/19/10 58/60 SSs 31 31 0 9 50 957 P ' Smooth / Textured
9/19/10 58/6I1 SS 31 30 -1 9 50 9.57 P Smooth / Textured
9/21/10 9/62 SS 31 30 -1 10.47 10.54 P Smooth / Textured
9/21/10 3/62 SS 31 29 -2 10:47 1054 P Textured / Textured
9/21/10 2/62 SS 31 31 0 10 46 10.53 P Smooth / Textured
9121110 62/63 SS 31 28 -3 9.55 1002 P Smooth / Smooth
9/21/10 62/64 SS 31 30 -1 958 10.05 P Smooth / Smooth
9/21/10 63/64 SS 31 30 -1 9 55 1002 P Textured / Textured
9/21/10 63/65 SS 31 29 -2 10.20 1027 P Smooth / Smooth
9/21/10 64/65 SS 31 31 0 10.08 10.15 P Smooth / Smooth
9/21110 65/66 SS 31 29 -2 10.13 10.20 P ‘ Smooth / Smooth
9/21/10 66/67 SS 31 29 -2 10.13 1020 P Smooth / Smooth
9/21/10 67/68 SS 31 31 0 10.30 1037 P Smooth / Smooth
9/23/10 68/69 SS 31 28 -3 10.50 1057 P Smooth / Smooth
9/23/10 68/70 SS 31 28 -3 10.50 10 57 P Smooth / Smooth
9/23/10 69/71 SS 31 31 0 10 52 10.59 P Smooth / Smooth
9/23/10 70171 SS 31 30 -1 10 52 10.59 P Smooth / Smooth

12/00-EDR

a.c.intials: E.D.R.
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NON - DESTRUCTIVE TEST LOG Page: 6
Project Name 12 st Landﬁll Project Location Otsego Twp . Ml Matenial Description 40 Mil LLDPE
Air Test Information
Pressure Time Results

Tested | Number | intiat| Pt | pst. | *'" | Time | Time | ®/P Comments
9/23/10 69/70 SS 31 30 -1 10 50 10 57 P Textured / Textured
9/23/10 71772 SS 31 31 0 11 00 1107 P Smooth / Smooth
9/23/10 72173 » SS 31 30 -1 1100 11 07 P Smooth / Smooth
9/23/10 7374 SS 31 30 -1 1101 11 08 P Smooth / Smooth
9/23/10 74775 SS 31 31 0 1115 1122 P Smooth / Textured
9/23/10 74175 SS 31 30 -1 1120 1127 P Smooth / Textured
9/23/10 .| 74775 SS 31 31 0 1123 11 30 P Smooth / Textured
10/4/10 76/77 /SS 31 29 -2 1519 1526 P Smooth / Smoofh
10/4/10 77/78 |. SS 31 29 -2 1517 1524 P Smooth / Smooth
10/4/10 78/79 SS 31 29 -2 1505 1512 P Smooth / Smooth
10/4/10 79/80 SS 31 29 -2 1505 1512 P Smooth / Smooth
10/4/10 80/81 SS 31 31 0 15 06 1513 P Smooth / Smooth
10/4/10 81/82 SS 31 31 0 1506 1513 P Smooth / Smooth
10/4/10 83/84 SS 31 29 -2 16 08 16 15 P Smooth / Smooth
10/4/10 84/85 SS 31 28 -3 1529 15 36 P Smooth / Smooth
10/4/10 85/86 SS 31 29 -2 1530 1537 P Smooth /ISmooth
10/4/10 86/87 SS 31 29 -2 15 41 1548 P Smooth / Smooth
10/4/10 87/88 SS 31 31 0 1542 1549 P Smooth / Smooth
10/4/10 83/89 SS 31 30 -1 16 09 16 16 P Smooth / Smooth
10/4/10 89/90 SS 31 28 -3 16 23 16 30 P Smooth / Smooth
10/4/10 89/91 SS 31 31 0 16 10 16 17 P Smooth / Smooth
10/4/10 90/91 SS 31 31 0 16 23 16 30 P Textured / Textured

12/00-EDR

QC Intals E DR
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NON - DESTRUCTIVE TEST LOG Page: 7
Project Name- 12 st Landfill Project Location: Otsego Twp , MI. Material Description 40 Mil LLDPE
Air Test Information ,
Pressure Time Results

Tosted | Number| nial| s, | oo | *'~ | Tme | Tme | ®'P Comments
10/4/10 90/92 SS 31 28 -3 16.24 16 31 P Smooth / Smooth
10/4/10 91/92 SS 31 30 -1 16.10 16 17 P Smooth / Smooth
10/4/10 92/93 | "SS .31 29 -2 16.20 16 27 P Smooth / Smooth
10/4/10 -92/93 SS 31 29 -2 16 33 16.40 P Smooth / Smooth

. 10/4/10 93/94 SS 31 31 0 17 07 17 14 P Smooth / Smooth
10/4/10 93/95 SS 31 29 -2 16.36 16.43 P Smooth / Smooth
10/4/10 94/35 S 31 29 -2 17 06 1713 P Textured / Textured
10/4/10 94/96 -8S 31 29 -2 17.06 17.13 P Smooth / Smooth
10/4/10 95/96 SS 31 29 -2 16 35 16 42 P Smooth / Smooth
10/4/10 96/97 Ss 31 30 -1 17.25 17.32 P Smooth / Smooth
10/4/10 97/98 SS 31 31 0 17 35 1742 P Smooth / Smooth
10/4/10 97/99 SS 31 .30 -1 17.26 17 33 P Smooth / Smooth
10/4/10 97/99 Ss 31 30 -1 17.36 17.43 P Smooth / Smooth
10/4/10 98/99 SS 31 30 -1 17.32 17 39 P Textured /-Textured
10/4/10 98/100 SS 31 29 -2 17 36 17.43 P Smooth / Smooth
10/4/10 99/100 SS 31 30 -1 17.26 17 33 P Smooth / Smooth
10/4/10 | 100/101| SS 31 30 -1 17.46 17 53 P Smooth / Smooth
10/4/10 76/84 SS 31 30 -1 1518 15.25 P Textured / Textured
10/4/10 76/85 SS 31 29 -2 15.29 15.36 P Textured / Textured
10/4/10 76/86 SS 31 31 0 1530 15.37 P Textured / Textured
10/4/10 76/87 SS 31 29 -2 15.41 15 4é P Textured / Textured
10/4/10 76/88 SS 31 30 -1, 1542 15.49 ' P Textured / Textured

12/00-EDR

Qc.intials: E.D.R.
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NON - DESTRUCTIVE TESTLOG Page: 1
Project Name: 12 st Landfill Project Location: Otsego Twp , Ml Material Description: 40 Mil LLDPE
Air Test Information
Pressure Time Results

o [ o o | oy [ o1~ | st [ G T rm | commons

é/1 5/10 9/10 ER 31 30 -1 13.50 1367 P Smooth / Smooth
9/15/10 10/11 ER 34 33 -1 13.49 13.56 P Smooth / Smooth
9/15/10 11/12 ER 31 28 -3 13.49 1356 P Smooth / Smooth
9/15/10 12/13 ER 31 29 -2 1330 13.37 P Smooth / Smooth
9/15/10 13/14 ER 31 30 -1 1330 13.37 P Smooth / Smooth
9/15/10 14/15 ER 30 28 -2 1328 13.35 P Smooth / Smooth
9/15/10 15/16 ER 31 29 -2 1328 13.35 P Smooth / Smooth
9/15/10 16/17 ER 31 30 -1 1316 13.23 P Smooth / Smooth
9/15/10 3/4 ER 31 30 -1 10 48 1055 P Smooth / Smooth
9/15/10 4/5 ER 31 30 -1 10.48 1055 P Smooth / Smooth
9/15/10 5/6 ER 31 29 -2 13.15 1322 P Smooth / Smooth
9/15/10 6/7 ER 34 33 -1 13.‘15 1322 P Smooth / Smooth
9/15/10 7/8 ER 30 29 -1 13.15 1322 P Smooth / Smooth
9/15/10 3/9 ER 31 29 -2 13.50 1357 P Textured / Textured
9/15/10 310 ER 30 28 -2 14.03 1410 | . P Textured / Textured
9/15/10 3111 ER 30 28 -2 14.03 1410 P Textured / Textured
9/15/10 513 ER 32 32 0 14.04 14 11 P Textured / Textured
9/15/10 6/14 ER 31 30 , -1 14.23 14 30 P Textured / Textured
9/15/10 6/15 ER 35 35 0 14.23 14.30 P Textured / Texturéd
9/15/10 . 7115 Eﬁ 30 29 -1 14.23 14 30 P Textured / Textured
9/15/10 7/16 ER 30 30 0 14.37 14 44 P Textured / Textured
9/15/10 8/16 ER 32 31 -1 14.37 14.44 P Textured / Textured

12/00-EDR

a.c. nitatls: E.D.R.
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NON - DESTRUCTIVE TEST LOG Page: 2
Project Name: 12 st Landfill Project Location. Otsego Twp., Ml. .__ Matenal Description: 40 Mil LLDPE
Air Test Information
Pressure Time Resuits

ol e I S R N S R
9/15/10 8/17 ER 34 .3 -3 14.38 14 45 P Textured / Textured
9/15/10 2/3 ER 30 28 -2 10 45 10 52 P Smooth / Smooth
9/15/10 1/2 ER 30 28 -2 10.45 10.52 P Smooth / Smooth
9/17/10 118 Ss 31 31 0 9.03 910 P Smooth / Smooth
9/17/110 1/18 SS 31 28 -3 10.11 10.18 P Smooth / Smooth
9N 7/10 18/19 SS 31 27 -4 9.14 921 P Smooth / Smooth
9/17/10 19/20 SS 31 30 -1 9.24 931 P Smooth / Smooth
9/17110 20/21 SS 31 27 -4 935 942 P Smooth / Smooth
9}1 710 21/22 SS 31 28 -3 943 950 P ' Smooth / Smooth
9/17/10 22/23 SS 31 28 -3 10.03 10.10 P Smooth / Smooth
9/17/10 24/25 SS 31 29 -2 8.52 859 P Smooth / Smooth
9/17/10 25/26 S8 31 29 -2 902 9.09 P Smooth / Smooth
9/17/10 26127 SS 31 _29 -2 9.15 922 P Smooth / Smooth
9/17/10 27128 SS 31 31 0 9.26 9.33 P Smooth / Smooth
9/17/110 28/29 SS 31 28 -3 933 940 P Smooth / Smooth
9/17/10 29/30 SS 31 29 -2 9.42 9.49 P Smooth / Smooth
9/17/10 30/31 SS 31 28 -3 954 10 01 P Smooth / Smooth
9/17/10 31/32 Ss 31 28 -3 9.55 10 02 P Smooth / Smooth
9/17/110 24/33 SS 31 29 -2 850 8.57 P Smooth / Smooth
9/17/10 33/34 SSs 31 28 -3 1020 1027 P Smooth / Smoqth
9/17/10 34/35 SS 31 31 o 10.20 10.27 P Smooth / Smooth
9/17/110 35/36 SS 31 31 0 10 21 1028 P Smooth / Smooth

12/00-EDR

| Qc.nitials: E.D.R.
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NON - DESTRUCTIVE TEST LOG Page: 3
Project Name: 12 st Landfill Project Location- Otsego Twp., MI. Matenal Description. 40 Mil LLDPE
Air Test Information
Pressure Time Results
Tested | Number| nitiat| Pt | pst | *° | Tme | Tme | ®'P Comments
9/17/10 36/37 SS 31 30 -1 10 21 1028 P Smooth / Smooth
9/17/10 37/38 SS 31 30 -1 10 30 1037 P Smooth / Smooth
9/17/10 37/39 SS 31 28 -3 10.30 10 37 P Smooth / Smooth
9/17/110 38/39 SS 31 30 -1 10.30 10.37 P Smooth / Smooth
9/17/10 23/32 SS 31 29 -2 10.03 10.10 P Textured / Textured
9/1710 22/32 Ss 31 31 0 955 10 02 P Textured / Textured
9/17/10 22/31 SS 31 28 -3 954 10.01 P Textured / Textured
9/17/10 21/30 SS 31 30 -1 943 9.50 P Textured / Textured
9/17/10 21/29 SS 31 27 -4 942 9.49 P Textured / Textured
9/1 7/10- 1 20729 SS 31 28 -3 935 9.42 P Textured / Textured
9/17/10 20/28 SS 31 31 0 933 9.40 P Textured /Textu;ed
9/17/10 20/27. SS 31 28 -3 9.26 9.33 P Textured / Textured
9/17/10 19/27 SS 31 28 -3 9.24 9.31 P Textured / Textured
9/17/10 19/27 SS 31 29 -2 9.15 9.22 P Textured / Textured
‘ 9/17/10 19)26 SS 31 31 0 9.14 9.21 P " Textured / Textured
9/17/10 18/25 SS 31 28 -3 9.01 9.08 P Textured / Textured
9/17/10 18/24 Ss 31 28 -3 8.51 8.58 P Textured / Textured
9/17/10 1/33 SS 31 30 -1 903 9.10 P Smooth / Textured
9/17/10 18/33 SS 31 31 0 850 8.57 P Smooth / Textured
9/17/10 40/41 SS 31 28 -3 1519 15.26 P Smooth / Smooth
9/17/10 41/42 SS 31 30 -1 1518 15.25 P Smooth / Smooth
9/17/10 42/43 SS 31 31 0 1517 15.24 P Smooth / Smooth

12/00-EDR

a.c.inials E.D.R.
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NON - DESTRUCTIVE TEST LOG Page: 4
Project Name: 12 st Landfill Project Location Otsego Twp., Mi Material Description: 40 Mil LLDPE
Air Test Information
Pressure Time Results

o [ ] o | et |+ | St | G [@rn | commens

9/17/10 40/44 SS 31 27 -4 1538 15.45 P Smooth / Smooth
9/17/10 40/45 SS 31 28 -3 15.20 15.27 P Smooth / Smooth
9/17/10 44/45 SS | A 28 -3 15 38 1545 P Smooth / Smooth
9/17/10 44/46 SN 31 28 -3 15 40 15 47 P Smooth / Smooth
9/17/10 45/46 SS 31 31 0 15.40 15.47 P Smooth / Smooth
9/17/10 46/47 SS 31 29 -2 15 48 1555 P Smooth / Smooth
9/17/110 47/48 SS 31 28 -3 16 23 16.30 P Smooth / Smooth
9/17/10 48/49 SS 31 31 0 16.50 16 57 P Smooth / Smooth
9/17/10 48/50 SS 31 31 0 16 28 16 35 P Smooth / Smooth
9/17/10 49/50 SS 31 29 -2 16 40 16 47 P Smooth / Smooth
9/17/10 49/51 SS 31 31 0 16.40 16 47 P S‘mooth / Smooth
9/17/10 50/51 SS 31 29 -2 16 45 16 52 P Smooth / Smooth
9/17/10 51/52 SS 31 30 -1 17.00 17.07 P Smooth / Smooth
9/17/10 52/53 S8 31 29 -2 17.00 17.07 P Smooth / Smooth
9/17/10 54/55 SS 31 28 -3 17.26 17 33 P Smooth / Smooth
9/17/10 55/56 SS 31 31 0 17 27 17 34 P Smooth / Smooth
9/17/10 56/57 SS 31 28 -3 17.27 17 34 P Smooth / Smooth
9N 7/1Q 57/58 SS 31 30 -1 17 37 17 44 P Smooth / Smooth
9/17/10 59/60 SS 31 29 -2 17.43 17.50 P Smooth / Smooth
9/17/110 60/61 SS 31 30 -1 17.47 17.54 P Smooth / Smooth
9/19/10 53/54 SS 31 .29 -2 9.35 942 P Smooth / Textured
9/19/10 |. 53/55 SS 31 30 -1 935 942 P Smooth / Textured

1200-EDR

Q C. Initials: EDR
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NON - DESTRUCTIVE TEST LOG " Page: 5
Project Name: 12 st Landfill Project Location: Otsego Twp., Ml. Material Description: 40 Mil LLDPE
Air Test Information
Pressure Time Results

s oo [t St | ar [ 1= | g | o [@rm)|  commens
9/19/10 53/56 SS 31 29 -2 9.36 9.43 P Smooth / Textured
9/19/10 53/57 SS 31 29 -2 9 36 943 P Smooth / Textured
9/19/10 53/59 SS 31 31 0] 937 9.44 P Smooth / Smooth
9/19/10 57/59 SS 31 30 -1 9.52 959 P Textured / Textured
9/19/10 58/59 SS 31 29 -2 9.53 10.00 P Textured / Textured
9/19/10 58/60 S8 31 31 .0 9.50 957 P Smooth / Textured
9/19/10 58/61 SS 31 30 -1 950 9.57 P Smooth / Textured
9/21/10 9/62 ss 31 30 -1 1047 10.54 P Smooth / Textured
9/21/10 3/62 SS 31 29 -2 10.47 1054 P Textured / Textured
9/21/10 2/62 SS 31 3 0 10.46 1053 P Smooth / Textured
9/21/10 62/63 SS 31 28 -3 955 1002 P Smooth / Smooth
9/21/10 62/64 SS 31 30 -1 9.58 10.05 P Smooth / Smooth
9/21/10 63/64 SS 31 30 -1 9.55 10.02 P Textured / Textured
9/21/10 ‘ 63/65 SS | 31 29 -2 10.20 1027 P Smooth / Smooth
9/21/10 64/65 SS 31 31 0 10.08 1015 P Smoothll Smooth
9/21/110 65/66 SS 31 29 -2 10.13 1020 P Smooth / Smooth
9/21/10 66/67 SS 31 29 ¢ -2 1013 10.20 P Smooth / Smooth
9/21/10 67/68 Ss 31 3 0 10 30 10.37 P . Smooth / Smooth
9/23/10 68/69 SS 31 28 -3 10 50 10.57 P Smooth / Smooth
9/23/10 68/70 SS 31 28 -3 10.50 1057 P ~ Smooth / Smooth
9/23/10 69/71 SS 31 31 0 10.52 10 59 P Smooth / Smooth
9/23/10 70/71 SS 31 30 -1 10.52 10 59 P Smooth / Smooth

12/00-EDR

Q.C. Initials: E‘_D_R.
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Project Name 12 st Landfill Project Location Otsego Twp , Ml Matenial Description 40 Mil LLDPE
Air Test Information
Pressure Time Results

Tested | Number | intint| Pt | P8t | *'" | Tme | Tme | ®/P Comments
9/23/10 69/70 SS 31 30 -1 10 50 10 57 P Textured / Textured
9/23/10 7172 SS 31 31 0 11 00 1107 P Smooth / Smooth
9/23/10 7273 SS 31 30 -1 11 00 1107 P Smooth / Smooth
9/23/10 73/74 SS 31 30 1-1 11 01 1108 P Smooth / Smooth
9/23/10 74/75 SS 31 31 0 1115 1122 P Smooth / Textured
9/23/10 74775 SS 31 30 -1 1120 1127 P Smooth / Textured
9/23/10 74775 SS 31 31 0 11 23 11 30 P Smooth / Textured
10/4/10 76/77 SS 31 29 -2 1519 15 26 P Smooth / Smooth
10/4/10 77/78 SS 31 29 -2 1517 1524 P Smooth / Smooth
10/4/10 78179 SS 31 29 -2 1505 1512 P Smooth / Smooth
10/4/10 79/80 SS 31 29 -2 1505 1512 P Smooth / Smooth
10/4/10 80/81 SS 31 31 0 1506 1513 P Smooth / Smooth
10/4/10 81/82 SS 31 31 0 15 06 1513 P Smooth / Smooth
10/4/10 83/84 SS 31 29 -2 16 08 16 15 P Smooth / Smooth
10/4/10 | 84/85 SS 31 28 -3 1529 15 36 P . Smooth / Smooth
10/4/10 85/86 SS 31 29 -2 1530 1537 P Smooth / Smooth
10/4/10 86/87 SS 31 29 -2 15 41 1548 P Smooth / Smooth
10/4/10 87/88 SS 31 31 0 1542 15 49 P Smooth / Smooth
10/4/10 83/89 S8 31 30 -1 16 09 16 16 P Smooth / Smooth
10/4/10 89/90 SS 31 28 -3 16 23 16 30 P k Smooth / Smooth

) 10/4/10 89/91 SS 31 31 0 16 10 16 17 P Smooth / Smooth
10/4/10 90/91 SS 31 31 0 16 23 16 30 P : Textured / Textured

12/00-EDR

| ac imtals E.D.R.
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Project Name: 12 st Landfill Project Location: Otsego Twp , ML Material Description: 40 Mil LLDPE
Air Test Information
, Pressure Time — Results
s || | oo | oy | +1- | g [ o [rm | commens
10/4/10 90/92 SS 31 28 -3 16 24 16 31 P Smooth / Smooth
10/4/10 91/92 SS 31 30 -1 16 10 16 17 P Smooth / Smooth
10/4/10 92/93 S8 31 29 -2 16 20 16 27 P Smooth / Smooth
10/4/10 92/9’3 Ss 31 29 -2 16 33 16 40 P . Smooth / Smooth
10/4/10 93/94 SS 31 31 0 1707 17 14 P Smooth / Smooth
10/4/10 93/95 SH 31 29 -2 16.36 16.43° P Smooth / Smooth
10/4/10 94/95 SS 31 29 -2 17.06 17.13 P Textured / Textured
10/4/10 94/96 SH 31 29 -2 17.06 17.13 P Smooth / Smooth
10/4/10 95/96 SS 31 29 | -2 16.35 16.42 P Smooth / Smooth
10/4/10 96/97 SS 31 30 1 17.25 1732 P Smooth / Smooth
10/4/10 97/98 SS 31 31 0 17 35 17.42 P Smooth / Smooth
10/4/10 97/99 SS 31 30 -1 17 26 17 33 P Smooth / Smooth
10/4/10 97/99 SS 31 30 -1 17 36 17 43 P . Smooth / Smooth
10/4/10 98/99 SS 31 30 -1 17 32 17 39 P Textured / Textured
10/4/10 98/100 SS 31 29 -2 17.36 17 43 P Smooth / Smooth
10/4/10 99/100 SS 31 30 -1 17.26 17.33 P Smooth / Smooth
10/4/10 100/101| SS 31 30 -1 17.46 17 53 P Smooth / Smooth
10/4/10 76/84 SS 31 30 -1 15.18 1625 P Textured / Textured
10/4/10 76/85 SS 31 29 -2 15 29 15 36 P Textured / Textured
10/4/10 76/86 SS 31 31 0 15 30 1537 P Textured / Textured
10/4/10 76/87 SS 31 29 -2 15 41 1548 P Textured / Textured
10/4/10 76/88 SS 31 | 30 -1 15 42 1549 P Textured / Textured
12/00-EDR

a.c.nitals: E.D.R.
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Project Name: 12 st Landfill Project Location. Otsego Twp , Ml Matenal Description: 40 Mil LLDPE
Air Test Information
Pressure Time Results

el e e el e A e e
10/5/10 101/112| S8 31 31 0] 1533 1540 P Smooth / Smooth
10/5/10 101/112| SS 31 29 -2 15.45 1552 P Smooth / Smooth
10/5/10 101/112| SS 31 31 0 15 40 15.47 P - Smooth / Smooth
10/5/10 112/113| SS 31 29 -2 | 1327 13.34 P Smooth / Smooth
10/5/10 113/114| .8S . 31 28 -3 1327 13 34 P Smooth / Smooth
10/5/10 114/117 | SS 31 31 0 13.39 1346 P Smooth / Textured
10/5/10 114/118| SS 31 29 -2 13 51 1358 P Smooth / Smooth
10/6/10 114/119| SS 31 30 -1 13.51 . 13.58 P Smooth / Textured
10/5/10 117/118 | SS 31 31 0 1351 13 58 P Textured / Textured
10/5/10 118/119| SS 31 | 30 -1 1340 1347 P Textured / Textured
10/5/10 54/107 SS 31 30 -1 1520 1527 P Smooth / Smooth
10/5/10 107/117| SS 31 31 0 13.39 13.46 P Textured / Textured
10/5/10 107/10§ 1 S8 31 29 -2 1505 15.12 P Smooth / Smooth
10/5/10 108/109| -SS 31 30 -1 15.05 1512 P Smooth / Smooth
10/5/10 109/110| SS 31 30 -1 14.53 14.60 P Smooth / Smooth
10/5/10 1101111 SS 31 31 | 0 14 52 14 59 P Smooth / Smooth
10/5/10 111115 SS 31 31 0 14.40 14.47 P Smooth / Smooth
10/5/10 111/116 | SS 31 31 0 14 40 14.47 P Smooth / Smooth
10/5/10 115/116| SS 31 30 -1 14.40 14 47 P Textured / Textured
10/5/10 104/115| SS 31 31 0 14 29 14 36 P Textured / Textured
10/5/10 106/115| SS 31 31 0 14.28 14.35 P Textured / Textured
10/5110 | 103/116| SS 31 30 -1 14.28 14.35 P Textured / Textured

1200-EDR

Q C. Inttials: EDR ;
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Project Name- 12 st Landfill Project Location: Otsego Twp., Ml. Material Description: 40 Mil LLDPE
Air Test Information
Pressure Time Results

e e I S A S s
10/5/10 102/116 SS 31 30 A 14 03 1410 P Textqred [ Textured
10/5/10 104/105| SS 31 31 0 14 17 14 24 P Textured / Textured
10/5/10 104/106| SS 31 31 0 14.29 14 36 P Textured / Textured
10/5/10 105/106 | SS 31 30 -1 14 16 14.23 P Textured / Textured
10/5/10 103/105| SS 31 29 -2 14.16 14.23 P Smooth / Smooth
10/5/10 103/106 | SS 31 31 0 14.16 14.23 P Smooth / Smooth
10/5/10 102/103| SS 31 | 31 0 14.04 14 11 P Smooth / Sn‘wooth
10/5/10 108/117| SS 31 30 -1 1505 1512 P Textured / Textured
10/5/10 109/117| SS 31 30 -1 1505 1512 P Textured / Textured
10/5/10 110/117| SS 31 31 0 14.52 14.59 P Textured / Textured
10/5/10 111/118| SS 31 30 -1 14.52 14 59 P Textured / Textured
10/5/10 116/118| SS 31 29 -2 14 03 14.10 P Textured / Textured
10/5/10 102/118 | SS 3 30 -1 1403 | 14.10 P Textured / Textured
-10/5/10 102}1 19| SS 31 29 -2 13 52 13.59 P Textured / Textured

12/00-EDR

Q.c.initatls: E.D.R.



